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: Specific Gravity ASTMD792  23¢C / 1.179
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Tensile Strength ASTM D638 1/8",5mm/min Kg.flem’ 550
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Elongation @break ASTM D638 1/8" Smm/min % 94

et R 1/8",23 T
Strength ASTM D256  HikP Kg-cm/cm 59
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Flexural Strength ASTMD790  1/4".5Smm/min Kg.flem’ 850
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Flexural Modulus ASTM D790  1/4" Smm/min Kg.flem’ 23362

at deflection temperature  |ASTM D648 1.8MPa,120'C/h

ASTM D1238 260°C/2.16Kg g/10min 29
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