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Test Report

HRaik: BRE
Sample Name: PP

H@mES: JEPP301-VO0
Sample Code: JEPP301-V0

FIeBaM: RHER
Client: Quality Control Department

KI 27 FERE
Test Purpose: Client Text
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Test Center of CGN Juner (Zhejiang) NewMatérials Co.,Ltd.
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LT MRS
Sample Name PP Sample Code JEPP301-V0
FRLBL , ZHRES )
Client Serial No.
caat 3 , HERHLR )
Production Quantities Sample No.
HRgE . RAEBIE A o
Sample Color Sample Preparation 7E%B Injection
ELT Y g AR 24 Hours
Sample Status RLT Pellet Sample Processing 23°C,50%RH
HE s MR 5 .
M I B nE2m MR AR AE o
Test Items See Page 2 Test Standard A
EHEHEA M. 1 B EA
Sampling Date 2021-03-03 Testing Date o
Mz L5 R - =z
Test Result L3 2 71 See Page 2 A /
&5 >
Remarks
7.
ANNOUNCEMENT:
1 i oA rptar I F 2 Bl A B TR R
Report without testing center special or official seal is invalid.
2R E T HE L AT IR
The report is invalid without the signature of drafter, checker and approver.
S LE T R Tt
The report is only responsible for the designated sample.
AAREIRETCRL, MG BT HEE ).
Report alteration, chapter or copy is invalid.
SRR E WA FI, W TIMERB A+ T H W AT DA .
If there is any disagreement, PLEASE inform the testing center within 15 working days at the receipt of the record report.
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Approved:
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%
Audited:

% o
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Prepared:
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g s e SE
RITAE B | wWEE | omssee | ek | SUE
Test Item Unit Test Method TestCondition | Standards values

B (A %) 3 :

1 Density(Method A) g/cm ISO 1183-1 23°C 0.98-1.04 1.018
VLG TETE N

2 Tensile strength MPa ISO 527-2 50mm/min =21 22.3
1( u e W 7|‘R

g | BTEALRNEE % 1SO 527-2 somm/min | >10 94.3
Strain at break

4 SHRE MPa ISO 178 2mm/min =1050 1117
Flexural modulus
PELER M (R B RIR) - 3

5 Flammability (Vertical test) / uLo4 ©=3.2mm V-0 V-0
B RERBNRE - ; .

6 Melt mass-flow rate g/10min ISO 1133 230°C,2.16kg | 15-20 19.1
I=R:=tP0 S e

7 "*‘é’gﬂu’?ﬁﬁg‘ kd/m? I1SO 180 23°C,2.75] =8 9.2
1zod notched impact strength
RER mE . 0.45MPa -

8 Deflection temperature C IS0 75-1 (HDT B) =100 102

o | WkE % ASTMD-570 | 23°C <03 0.11
Water absorption
LEEd o _

10 Shrinkage (Vertical) % I1SO 294-4 23°'C,50%RH | <1.6 1.52

#5W End

Hodlk: HUTIRMEFRATLXEEKIE 339 5

Address: No0.339 Jinhai Avenue, Wenzhou Economic and Technological Development Zone, Zhejiang Province,China

Hi%: 86-577-56818888-8027
Tel: 86-577-56818888-8027

f£HE: 86-577-86581501
Fax:86-577-86581501




